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Mines Branch Research Report R 149
RESEARCH ON PREMIUM-QUALITY CASTINGS IN LIGHT ALLOYS

by

J. W. Meier®

ABSTRACT

1"' Extensive research on the structure and properties
of cast aluminum and magnesium alloys has been applied to
foundry practice, The term "premium quality' is used to
describe castings with reliably high mechanical properties
and high integrity of the product, guaranteed by the foundry.
In production, conventional equipment and manufacturing
techniques may be used, but rigid control of metal purity,
alloy composition, melt quality, solidification conditions
and heat treatment is essential to achieve and maintain high -
reliability of properties in designated areas of the casting,
which are graded according to design and service considera-
tions. Examples of the excellent properties that have been
obtained in aluminum and magnesium alloy castings are listed.x/

;

»

Considering currently achieved properties, it i
believed that in the near future aluminum alloy castinés with

70 kpsi (50 kg/mm2) UTS® 60 kpsi (42 kg/mm?) 0.2% YS &
and 10% El.,and magnesium alloy casting ith 60 kpsi
(42 kg/mm2) UTZ#50 kpsi (35 kg/mm2) 0.2% ¥S 3pd 10% f

N E1l., will be developed. i
v * Principal Metallurgist (Non-Ferrous Metals), Physical Metallurgy

Division, Mines Branch, Department of Mines and Technical Surveys,
Ottawa, Canada.

A paper based on this report has been prepared for presentation at the
32nd International Foundry Congress, Warsaw, Poland, September 1965.
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RECHERCHE DE .PIECES COULEES DE HAUTE QUALITE
EN ALLIAGES LEGERS

par

J. W. Meier*
RESUME

L'auteur a fait des travaux poussés sur la structure et les
propriétés des alliages d'aluminium et de magnésium pour l'industrie,
L'expression "haute qualité' s'applique aux pie¢ces ayant des propriétés
mécaniques élevées et a un produit supérieur, le tout garanti par la.fond-
erie, En pratique, on peut utiliser un appareillage et des méthodes de
production conventionnels, mais le contrdle rigoureux de la pureté du métal,
de la composition de 1'alliage, de la qualité du bain, des conditions de solid-
ification et du traitement thermique, est essentiel si 1l'on veut obtenir et
conserver l'excellence des propriétés de parties spécifiques de la piéce, parties
qui sont classées en fonction du dessein et de 1'usage de la piéce. L'auteur
donne des exemples des propriétés excellentes obtenues dans des piéces en
alliages d'aluminium et de magnésium,

En se basant sur les propriétés obtenues couramment, on croit
pouvoir produire, dans un avenir rapproché, des piéces en alliages d'alum-
inium ayant une résistance 3 la traction de 70 kpsi (50 kg/mm 2 ), une
limite conventionnelle d'élasticité (& 0, 2%) de 60 kpsi (42 kg/mm 2) et un
allongement de 10%, et des pieéces en alliages de magnésium ol ces valeurs
seront de 60 kpsi (42 kg/mmz), 50 kpsi (35 kg/mm ) et 10%,

*Métallurgiste principal (métaux non ferreux), Division de la métallurgie
physique, Direction des mines, ministére des Mines et des Relevés
techniques, Ottawa, Canada.

Un exposé basé sur ce rapport a été préparé pour soumission au 32€
congreés international de fonderie, a Varsovie (Pologne) en septembre 1965,
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INTRODUCTION

The general theme of the 32nd International Foundry Congress, to
be held in Warsaw, Poland, from September 12 to 18, 1965, is "'Scientific
Investigations as a Source of Technical Progress in the Foundry'. The
theme of the previous Warsaw Congress, held in 1938, was "Cooperation
between the Engineer and the Foundryman''., The difference in fhe phrase-
ology shows the evqlution of the foundry industry in the past quarter century,
from the ancient craft and long-established art of making castings, based on
centuries of practical experience rather than on scientific principles, to the
modern concept of premium-quality castings, ma_de’po's sible only by syste-
rnLatic research on casting fundamentals. |

The most important reason for this change was the requirement of
the designer and producer of modern engineering equipment for guaraﬁteed
quality of castings. In the.past, the designer, if he could be persuaded to
use cast products for mechanically stressed comi)onents, had to use a
prohibitive '"casting safety factor', which considerably limited the applica-
tion of castings whenever strength-to-weight considerations were vital;

The inability of the foundry industry to produce castings of consistent
quality forced the designer to substitute forgings or parts fabric.ated from
wrought products. This created, of course, considerable cost and time
losses due to additional machining and joining operations, and, in many

cases, also added weight.




The aircraft and, more recently, spacecraft industries were
the first to insist on castings of guaranteed and strictly controlled pro-
perties, The reaction of the foundry industry was slow, because it was
difficult to change their philosophy based on quantity production and dislike
of the idea of guaranteed casting properties. There was,furthermore,an
understandable hesitation to employ the skilled personnel necessary for
the comparatively small volume of highest-quality castings.

A second reason for forcing the adoption of scientific techniques
was commercial necessity in the battle for survival of the foundry industry.
Modern trends toward the economies and efficiencies made possible by
automation and mass production have resulted in a gradual and
significant decline in the relative importance of the time-honoured sand-
casting process over the past two decades. As shown in Ta;ble 1, in the
aluminum alloy field the tonnage of die castings and permanent mould
castings currently far outranks that of sand castings. Similarly, in the
much smaller magnesium field (Table 2) die castings recently assumed
first place in the U. S. casting production.

As an aid to the carvival of sand foundries, much work has been
done on the improvement of the surface quality and on closer casting toler-
ances, in order to minimize c.:ostly finishing and machining operations. It
is evident that this approach has limitations imposed by the inherent
characteristics of the sand-casting process. Consequently, the next

obvious alternative was work on improving casting quality to take full




advantage of the properties offered by the recently developed high-strength
casting alloys.
Gonsiderable research effort followed and it was demonstrated
by various research institutions not only that high properties could be ob-
tained in castings but also that these results could be obtained consistently.
Premium-quality castings can be made using any casting process,
including sand moulds with chills, permanent moulds, shell moulds,
investment moulds, etc. Most of the pioneer work on premium quality
was carried out on heavily chilled sand castings, although some permanent

mould and investment castings were also produced.

PREMIUM QUALITY CONCEPT

What is "premium quality''? It is not only befter internal-

| quality of the casting and resultant higher mechanical properties, but the
most important feature is ‘th« high integrity of the product, that is,the
reliability of properties in designated areas of each and every single cast-
ing, which are guaranteed with confidence by the foundry. To achieve this ,
it is necessary to have higher purity of metal and closer alloy composition
limits; strict quality control in each individual melting, casting and heat
treating operation; proper méuld design to obtain optimum solidification
conditions in designated areas of the casting; and careful evaluation of

casting properties.



The novel concept of '""premium-quality castings'' guaranteed by
the foundry is representative of the quiet '""revolution' which is moderniz&ng '
the casting industry to make possible the production of scientifically
engineered castings. To survive, the foundry industry has to substitute
research and education for tradition and trial-and-error experience.

It should be noted that, in the production of premium-quality .
castings, conventional equipment and manufacturing techniques are used;
the only depariéure from traditional founding is that each foundzﬁr operation
has to be carefully studied and, once established, strictly controlled. |

The most important problem is the appreciation and understand-
ing of all the many factors affecting the soundness of the casting and its
mechanical properties. An earlier paper(l) lists some 50 such factors
related to the alloy corﬁposition, melting conditions, casting proceduré,
casting design, heat treatment, test bar pfeparation, and test variables.

Work leading to the development of premium-quality castiﬁgs
has been undertaken by various research.organizations, of which, in
particular, the systematic efforts at the Massachusetts Institute of
Technology(z’ 3,4) are notable. Incustrial work has fo.llowed_, uéually in
close cooperation with the aircraft industry. Considerable improvement
in mechanical properties obtainable in critical areas of castings was
achieved and reported by Nelson(s), Gljonvold(f’), Bailey and Bossing(7),
Iler(g), Lagowski and Meier(9), and others.

The cooperative effort was so successful that, recently, U. S.

Military Specifications for High-Strength Aluminum(10) ang Magnesium




Alloys(ll) were issued, which for the first time specify minimum pro-
perties in designated areas of castings, graded according to the importance
of the area from design considerations. Tablé 3 presents minimum pro-
perties specified for test bars cut from designated areas of premium-
quality castings for two high-purity aluminum-silicon base alloys. Because
the magnesium alloy specification wasv discussed recently by Nelson(12)

and Mann(13), ir order to avoid undue repetition Table 4 shows only the
specified values for the three alloys of highest strength. It should be
emphasized here that the specified properties a;'e'- minimum requirements
for the designated areas of each casting, guaranteed by the producer, and
not maximum or. optimum values obtainable as noted by Mann(13),

Premium-quality castings are, of course, more costly than
ordinary commercial castings and should be used mainly in highly -stressed
parts for service under severe conditions or substituted for parts fabricat-
ed from wrought alloys, where .the highest strength-to-weight ratio is
~essential. However, taking into consideration the fact that castings can be
made to almost any final shape and to reasonably close tolerances, it seems
that the higher material cost of preinium-quality castings can often be offset
by elimination of machining and o’;:‘ner fabricating costs associated with
wrought products.
The following sections of this paper contain a brief review of

research problems that are directly or indirectly vital to the concept of

premium-quality casting. It is not intended to describe in detail the



various foundry control operations(32’ 33, 34), but only to indicate such
aspects of melt quality, casting procedures and heat treatment associated
with the production of premium-quality castings, as have been reported in
thepast few years by various research workers. The paper is concluded

by a short account of some modern methods for the evaluation of guaranteed-
quality castings and some remarks on the likely direction of future trends

in the continuing research and development work.

ALLOY RESEARCH

‘/Aluminum Alloys

In the commercial aluminum casting alloys, no radically new
alloy compositions have been introduced in the last decé,de or so. Most
of the research and development work has been associated with improve-
ments in césting alloys by use of high-purity metals, by modifying slightly
the composition limits and/or by varying heat treating cycles. Table 5
lists some of these improved sand casting alioys, selected from the point
of view of their usefulness in prerr’lit;m—quality castings.

Most of the work on premium-quality casting alloys has been
devoted to aluminum-silicon alloys, which are known for their excellent
foundry characteristics. The two high-strength alloys in this series are
SG70-T6 (or commercial alloy 356) and SC51-T6 (or alloy 355). By com-

paring typical test bar values obtained on commercial alloys(14) the effect




<

of using high-purity metals(3) on the mechanical properties of alloy SG70A
is shown in Table 5. The influence of heavy chilling to obtain improved
solidification conditions is shown in the same table by comparing results
obtained on unchilled and chilled ca.stings(ls) . Furthermore, the effects

of changes in the alloy composition are also illustrated by the properties
re'ported(lb) for sand-cast alloys 356 variant-T6 (higher Mg, added Be)
and 354-T6 (higher silicon and magnesium, added copper). Similar results
have been observed(17?) for the effect of high pufity on the properties of
alloy SC51A-T6.

Considerable work on the improvement of properties, especially |
ductility, of aluminum-4.5% copper alloy C4-T6 was carried out with very
successful results, at the Massachusetts Institute of Technology(z’ 3, 1‘8),.
as indicated by .the values presented in Table 5.

In the aluminum-magnesium system, the aluminum-10%
magnesium alloy G10-T4 has éxcelleﬁt mechanical properties, especially
high ductility, and has good machinability and high corrosion resistance.
However, this alloy has less favourable foundry characteristics than other
high-strength alloys and is susceptible to stress-corrosion cracking.

High purity is essential for optimum properties(m: 19), as shown in

Table 5. Better resistance to stress corrosion and greater stability

during natural ageing may be obtained by the addition of zinc (20},



Magnesium Alloys

Research on magnesium casting alloys may be divided into
three categories: (a) improvement of the long-established Mg-Al-Zn
alloys, (b) development of new high-strength alloys for service at room
temperature, and (c) development of alloys for service at elevated temp-
eratures. The nominal composition and typical properties of most of the
commercial and some expérimental magnesium sand-casting alloys are

listed in Table 6.

(a) Mg-~Al-Zn alloys are the oidest and still the most generally used
of magnesium casting alloys. Investigations into improveménts of these
alloys are mainly directed towards increasing the mechanical properties
of produ'ction castings. Improvements are achievéd by proper solidifica-

tion control(4,5), changes in heat treating cycles(14), water quenching

(5,13,21) o011 alloying additions(!3)

after solution heat treatment and

developments in refining techniques(zz).

(b) Research on high-strength magnesium alloys has been based
principally on the important- discovery by Sauerwald(23) that zirconium
additions to magnesiufn and some magnesium alloys produce marked |
grain refinement, British alloy Z5Z (or ZKSI—TS)(24) was the first
commercial alloy containing zirconium and shc;wed a significant increase
of yield strength and elongation values over those for the standard Mg- .

Al-Zn alloys. The introduction of the Canadian alloy ZK61-T6(25,26),

which is amenable to high-temperature heat treatment, created the first




high-strength, high-ductility magnesium ca.stin.g alloy; this alloy has the
highest strength-to-weight ratio of any commercial non-ferrous casting
alloy. Unfortunately, both of these alloys, ZK51 and ZKé61, have rather
unfavourabl.e foundry characteristics and high-quality castings can be
obtained only with very careful melting (to obtain high effective zirconium
cc-mtent) and casting (mould desigﬁ and solidification conditions) procedures.
British work(44) on additions to Mg-Zn-Zr alloys of rare earth metals
(alloy RZ5, or ZE41-T5) or thorium (alloy TZ6, or ZH62-T5) was very
successful in improving casting and welding characteristics, but fésulted
in suppressing the reéponse of these alloys to high-temperature hea“c
treatment and, .therefore, in lower tensile properties.,

A more recent development of high-strength magnesium castiﬁg
alloys is the Canadian work(#7:28) on the Mg-Zn-Ag-Zr a;lioy system.,
Figure 1 shows average tensile property values for fuliy heat treated
alloys of this group, obtained én separately-cast test bars. Table 6 also
lists some of the compositions which show considerable promise of
being especially suited for premium-quality castings. Some of the
alloys (2Q64, ZQ71, ZQ91) show a combination of strength and ciuctility
much superior té that obtainable on any of the present commercial casting
alloys; other alloys (ZQ3Z, ZQ4Z, ZQ52) show very high elongation while
retaining considerable tensile strength and could be used for somé

structural applications where high ductility is desirable.
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Additional work with ZQ-type ;'lloys on end-chilled plates of
1- and 2-inch thickness(g), on thin-walled premium-quality castings(zs)
and on a massive prototype castin'g(zg) showed properties equal to, or
better than, those obtained on separately-cast test bars. Alloy ZQ64-T6
had, in some designated areas of castings, UTS up to 51,200 psi (36'k.g/
mm?), 0.2% YS up to 43,200 psi (30.5 kg/mm?), and elongations in the
range from 5 to 16%. Alloy ZQ91-T6 showed(28) exceptional potenfialities
for application in thin-walled premium-quality castings, because of its
excellent foundry characteristics, especially good fluidity and freedom from
unsoundness,
(c) Work on alloys for short-time service at elevated temperatures
has included alloys containing rare earth metals.(alloy ZRE1, or'EZ33'—T5) s
which are used up to 290°C (550 °F), and alloys containing thorium (alloys
HK31-T6, and ZT1, or HZ32-T5), which are used up to‘ 340°C (650°F).
The most recent addition to this gfoup is the British allby MSR (or QEZE-
T6)(30’ 31),which is the strongest alloy at elevated teméeratures up to
260°C (500°F), and possesses good foundry and welding charactgristics .
Although this alloy also exhibits a high yield strength at room temperature,
which is little affected by the distance from chilll?), the ultimate tensile
strength and the eldngation are relatively low. ;I‘hus, the suitability of this
alloy for premium-quality castings is limited, because an ample margin

of UTS over YS and good ductility increase the reliability of castings from

the designer's point of view.
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. : MELT QUALITY

One of the most important aspects in the production of premium-
quality castings is the control of the metal preparation to ensure that
highest melt quality is attained. The main factors affecting melt quality
are: careful choice of the metal charge,to obtain low impurity conteﬁts
and optimum alloy composition; cleaning of the melt from non-metallic
inclusions,and thorough degassing; effective grain refining; protective
covering of the melt (if necessary for the particular alloy); strict temp-
erature control during all melting and refining operation; and avoidance
of long holding times.

The effect of high purity on mechanical properties of aluminum
alloys was shown previously in some examples given in Table 5. Al;though
the aeleterious effects of iron on Al-Cu (C4) and Al-Si (SC51, SG70)alloys, alnd
of silicon and sodium on Al-Mg (G10) alloys, ha;re been known for some time,
high-purity metal has not been used in commercial alloys be_cauée of
economic considerations. However, for the best mechanical properties
high-purity metals must be used.

Very narrow composition ranges for alloying elements (much
closer than those allowed in commercial specifications) are necessary in
some alloys for maximum strength or ductility, e.g., the magnesium

content in aluminum alloys SG70 or SC51, or the didymium content in
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magnesium alloy QE22. Special care has to be taken to achieve the
highest possible soluble (or effective) zirconium content in high-strength
in'agnesium alloys(26’ 33), Since strict adherence to alloy composition is
of great importance, equipment and techniques for fast analyses (such as
a direct-reading spectrographic apparatus) are very desirable for check-
ing the melt before pouring.

The melt quality is very much affected by oxides and other
non-metallic inclusions(34,35), and great care shovuld be taken to clean
the melt. For this purpose a great variety of proprietary fluxes has been
developed and the various methods of melt cleaning have been described
for aluminum(14:36) an4 for magnesium(33) alloys. Recently, consider-
able interest was shown in achieving a more efficient elimination of
inclusions by various filtering methods(36,37,38) A rapid test for
inclusion content is being studied(39) which uses gas in a molten sample
to float inclusions to the top surface during slow solidification undex;
vacuum.

Thorough degassing of the melt is es‘sential for high—quality
castings and this can be achieved in various ways, such as by bubbling
insoluble and reactive gases through the melt, the decomposition of solid
degassing agents, vacuum degassing, and vibration(14.32. 34, 40), pe-
gassing of magnesium alloys coﬁtaining aluminum is carried out by treat-
ment with chlorine or volatile chlorides(33), I zirconium-containing
magnesium alloys, special dégassing operations are not used, because

hydrogen is incompatible with zirconium(24),
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To assure the efficacy of the degassing treatment,an effective
quality control method is necessary. There are numerous test methods (34, 40)
éyailable, ranging from the semi-quantitative reduced-pressure test and
various density-measuring methods to the quantitative Telegas instrument
and the nowest nuclear method of using radioactive isotopes(41). |

Grain size is important,too. There are basically two factors
affecting the grain size of light alloy castings; these are the solidification
rate and the presence of grain-refining elemonts . Ruddle and Cibula(34).
state that in cast alloys of cubic structure the influence of grain size
""per se' is negligible; nevertheless, the mechanical properties are very
much affected by grain size, because of its influence on the shape and
magnitude of the shrinkage voids and on the accompanying morphology
and size of microconstituents at the grain boundary(42). Inevitably, both
are present to some extent in castings of long-freezing-range alloys, In’
magnesium-base alloys, grain size and mechanical propérties have been
founo to be directly related(1,26),

In aluminum alloys effective grain refining is obtaineo by
additions of various commercial hardeners and proprietary grain-refining
fluxes, mostly based on titanium and boron(14:34,43), Coars ening of
grain size may occur if too high melting or pouﬁng temperatures, or too
long holding times, are used(18:43) | Grain refining by sonic and ultra-
sonic vibration of aluminum castings has shown promising results and has
yielded increased tensile properties(45). Magnesium alloys containing

aluminum are grain refined by superheating or by additions of carbon-containing
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compounds(33’4‘4). Most other magnesium alloys are grain refined by the
addition of zirconium(23,24,25, 26),

A fast check on grain refinement of the melt may be made by
pouring a small fracture bar sample, quenching it in water as soon as it
is frozen, notching and breaking it for examination of the fracture and, if
necessary, comparing with an established standard. This type of test is
used successfully in zirconium-containing magnesium alloys(26’ 33), a
check of grain structure throughout the casting can be made only by metallo-
graphic examination, although here again fracture testing of various sec-
tions is useful.

Protective cover fluxes prevent the formation of oxides during
melting or prolonged holding of the melt. In most aluminum alloys the
self-generated aluminum oxide cover film is sufficient to protect the rﬁel’c,
but in all magnesium-base alloys(33) special cover fluxes must be used.

The importance of strict temperature control in melting oi)era—
tions cannot be overemphasized and is an essential factor in the production
of high-quality castings. Pouring temperature fequirements may dictate
an abnormal range, because of size and configuration of the caséing, but,
in general,melting and refining temperatures for rhost aluminum alloys
should be held as low as possible. In order to avoid grain coarsening,
deterioration of mechanical properties(18) due to excessive gas pick-up
or increased oxidation and loss of magnesium, temperatures should not

exceed 720-730°C (1330-1350°F). Magnesium-base alloys containing
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aluminum have an optimum melt temperature range of 720-760°C (1330-

1400 °F'), unless superheating at 900-925°C (1650-1700 °F) is applied for

grain refinement. For magnesium alloys containing zirconium,melt
temperatures should be kept in the range of 740-800°C (1370-1470°F).
Accurate temperature controlling and recording instruments are essential
tc; high-quality foundry i)ractice, and they should be regularly checked.
Long holding times at higher melt temperatures should be
avoided, because castings produced from such fnelts may show decreased
mechanical properties(l' 18) que to grain coarsening and gas pick-up.

Control of melt quality is normally applied through tests on

‘separately-cast test bars(1:46) These test bars are not intended to

represent the properties of production castings of various shapes and
sizes, but are use(i throughout the foundry iﬁdustry to check melt quality
and heat treatment, as well as for research or development work on alloy
compositions or heat treating techniques. In North American practice
these test bars are cast-to-shape in green sand (without use of chills) and
tes.ted‘without machining. As in all test methods,in order to obtain
reproducible results, production of these test bars must be strictly
standardized by control of such factors as mould design, sand and moulding

conditions, pouring temperature, pouring speed, etc.
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LIQUID METAL FLOW

All the precautions to achieve a high melt quality will be
wasted if the method of delivery of the molten metal into the mould cavity
adversely affects the metal quality. Care must therefore be taken, duriﬁg
the pouring and mould filling operations,to prevent flow disturbance, gas
entrainment, mould erosion, etc.

Pouring temperatures(l’ 18) and techniques(33’ 34, 3’5) are of
considerable importance to the quality of the castings. For aluminum
alloys the lowest possible temperature should be used for magnesium
alloys, optimum pouring temperatures are in the fange of 730-800°C (1350-
1470 °F), depending on the alloy composition. Minimizing the pouring
height, using a properly designed pouring basin and keeping it full of metal,
as well as cé.refully skimming the melt surface to avoid flux or dross
inclusions in the metal stream, are obvious precautions known to every
foundryman.

A constant pouring rate is of utmost importance for the quality
of the casting,and the pouring stream of the métal must be maintained
unbroken until the mould is filled. Considerable research on the principles
-of sprue design and gating has been carried out in the past 15 years.
Especially noteworthy is the extensive work carried out in this field by the

Battelle Memorial Institute under the sponsorship and guidance of the
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Light Metals Division, American Foundrymen's Society(47). Excellent
'accounts on this subject are available(34’ 48,49) Special precautions are
nécessary in the handling of magnesium-base alloy‘s(33). Results of a
study on gating for premium-quality castings were reported recently(So) .

It should be appreciated that, in order to ensure the highe‘st
qu;atlity product, the gating design for each individual casting is a separate
problem in itself. A modern approach to the study of ‘meta.l fléw in the
mould was embodied recently in the use of ﬂuor‘escent screen radiography(SI).

Any discussion of liquid metal flow would be incomplete without
noting the importance of some physical properties of liquid metals ahd
alloys. From the foundrymen's point of view the most important is the
"casting fluidity",which covers two phenomena. The firét is the ability of
the metal to flow through narrow sections (e.g. fluidity spirals), and the
second is .tﬁe ability to fill a complicated mould cavity and to p’enetrate
into sharp corners. An extensive review of the basic theory of fluidity and of
some practical application of the theory to the producti.on of thin-section
castings was recently published by Flemings(sz) . Alloy composition, heat
content, heat transfer, metal velocity, and mode of solidification are the
major factors affecting fluidity, while surface tension beco@es important
in ultra-thin sections. It seems that more work to develop a better

understanding of liguid metal properties would be very beneficial for future

improvement of the casting process.
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SOLIDIFICATION

Our knowledge about the various aspects of solidification and
heat extraction in the mould is growing and a considerable number of
publications on these subjects are available(2,34,53-T1), From the point of
view of the foundryman, the most important feature is the effect of the mode
of solidification on the soundness and the mechanical properties of the casting.

For most practical purposes the ideal casting is one which is
sound, has a fine structure (grain size, dendritic cell size, a1-1d alloy.
constituents), and is free from macroscopic segregation. However, the
factors ' that . the foundryman has to conside.r in attempting to accomplish
this ideal, such as gating, risering, chilling, section thickness, complexity
of shape, etc,, cannot be taken independently because they affect more
basic variables, such as cooling rate, direction of the héa,t flow,and thermal
gradients at various points in the casting. In broad terms,the cooiing rate
determines the fineness of the structure and the other variables affect the
soundness.

For example, the use of chills usually results in increased cool-
ing rates in most of the casting. However, although an increased cooling
rate in itself may benefit mechanical properties by giving a finer structure,
this is often secondary to the improved soundness obtained by proper

directionality of solidification and higher thermal gradients. Similarly,
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although it is common foundry experience that thick sections in castings
usually have lower properties than thin sections (owing mainly to the differ-
ence in cooling rates), in correctly chilled castings it is easier to induce
proper directional solidification, and therefore, under certain conditions,
greater soundness in heavier sections is obtained with correspondingly
higher properties (see Table 7).

It is difficult to apply the results obtained in laboratory tests,
designed to deterimine the effects of only one or two factors in comparative
isolation, ‘to most industrial castings, because here the various factors
mentioned above are combined in a highly complex manner. However, it
is important that work on both aspects --that is, basic research and the
application to practical problems -- should be continued. Studies showing
the inter-relation of various factors affecting the mechanical‘properties
of castings, such as that recently reported fo.r gas content and solidification
rate of three aluminum alloys(58), would be especially useful.

No discussion of solidification would bel complete without some
reference to defects that can be introduced at this critical stage of the
casting process. These include microporosity, hot tearing,and segregation.

Microporosity is a defect which is usually caused by a combina-
tion of solidification shrinkage. and precipitation of gas (hydrogen in light
alloys). In a very well-fed casting made with gassy metal the defect will
be predominantly gas porosity, and in a poorly-fed casting made with
thoro‘ughly degassed metal the porosity will be predominantly '""micro-

shrinkage''. The various types of microporosity have been discussed
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earlier(33:34), and special reference may be made to the particularly
deleterious layer-type porosity which occurs readily in A1-10% Mg
alloys(l9) and in some magnesium alloys; it is also related‘ to hot
tearing.

Hot tearing is caused by contraction restraint during the
solidification of the metal in a mould,and occurs at a temperature slightly
above the solidus of the alloy. The main factors in hot‘ tearingvare: casting
and mould design (contraction restraints, hot spots, etc.), thel;mal
gradients, alloy composition,and grain size. Classifications of light alloys
acéording to their hot tearing tendency(14) are based on various laboratory
tests(59:60) and on industrial experience. It was reported recently by
Russian investigators that vibration during solidifiéation markedly reduced
the hot téaring susceptibility of some alloys because vibration induced
healing of the tears.

Macrosegregation involves the mass movement of solute-rich
liquid and this may occur by a number of related mechanisms. In light
alloys, the most common segregation phenomeﬂon is '"inverse segregation',
in which the solute enrichment occurs towards the freezing face,leading to
considerable variations from the nominal composition(g’ 19), This may
have serious effects on the properties of the caéting.

Considerable segregation can sometimes result when voids or
cracks in a casting are produced by highly localized shrinkage. These

"incipient' hot tears may then be filled with lower-melting-point, solute-rich
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liquid. Examples' of this form of segregation have been noted in some

(61)

magnesium alloys(sg). Skelly and Sum.aucks investigated magnesium-
rare earths é.lloy castings in which the segregations were observed as mark-
ed X-ray indications, but test bars cut out of these areas showed no
deterioration of mechanical properties. It is believed that this type of
"defect' is quite widespread in other alloys, where it may not be as easily
detected. The effect of this kind of segregation on the properties of castings
is still the subject of considerable controversy and is probably‘dependent.
on the location and degree of segregation in any particular casting.
Microsegregation -- that is, variation in solute elements over
distances of the order of half the dendrite arm spacing --has an important
bearing on the properties of castings and on the tirrie and temperature
requirem'ents for subsequent homogenization. Flemings(62) has shown
that the degree of segregation can be accurately predicted theoretically
from constitutional ’diagram data. At the same time, it was shown t};at,
although increasing the cooling rate does not have a significant effect on
the degree of microsegregation, the distance befween the points of highest
and lowest solute content is reduced and this may have an important effect
in facilitating subsequent homogenization. Mechanical properties of cast-
ings having severe miéros egregation may be substantially improved by

intensive homogenization treatments.



- 22 -

CASTING PROCESS

As has been previously stated,premium-quality castings can be
made in any casting process, including not only chilled sand castings,
permanent mould castings, shell mould and investment castings, but also
castings produced by centrifuging or solidification under pressure. T1er(63)
and Smith(64) demonstrated that sounder and stronger castings of thin-
walled sections with very close dimensional tolerances can be obtaingd by
using centrifugal casting. Low-pressure casting of aluminum alloys,
similar to castin.g into partly evacuated moulds, was used during World
War II for some aircraft castings in order to obtain great dimensional
accuracy, fine detail in very thin sections,and better casting soundness.
More recently, an investigation(65) on the effect of pressure during solidifi-
cation showed marked reduction of rﬁicroporosity. The use of ultra-high
pressure (up to 100,000 psi or 7000 at.) during the solidification of |
aluminum alloy A356 (Al-7Si-0.3Mg) consistently produced excellent
soundness, high strength,and unusually high elongation(66).

Pressure die casting is recognized for its ability to mass-produce
castings of very close tolerances and good surface finish, but die
castings are not distinguished for their internal soundness or reliably

high mechanical properties. Considerable research is being directed

both to the study of factors affecting the quality of pressure die castings,
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including the flow of the injected metal, heat transfer in thg: die, the use

of vacuum, and amenability of die castings to heat treatment, and to the de-
sign of machines capable of higher pressures. It would be much too early to
predict that premium-quality castings can be consistently produced by this
process, but, .taking into consideration the rapid progress in automé.tion

and the possibility of computer coordination of metal flow, die evacuation,
heat extraction, pressure, and proper solidification conditions, it seems

a reasonable prospect for the not too distant future.

In sand casting, great progress has been made in mould
materials. Numerous investigations of moulding sand variables, and new
moulding techniques such as the shell moulds’ (Croning process), CO,-
hardened cores, thermosetting and air curing binders, etc., have consider-
ably improved the surface quality and dimensional accuracy of the castings..
Precision sand-casting methods (e.g. the Osbrink process) have made it |
possible to cast sections as thin as 0.08-in. (2 mm)(67) or less. Th;a
degree to which close tolerance castings and good surface finish can be
achieved rests, of course, inherently in the casting process chosen and in
the skill and care with which it is carried out. Pattern equipment of great
accuracy (in some cases, prepared by tool makers), rigid and close fitting
flasks, and great care in mould handling are the most essential factors in
precision production of castings. The external precision quality of castings
has nothing to do with the concept of premiurﬁ—quality casting, as defined
earlier, but is important from many other points of view,including the

competition of high-strength castings with wrought products or fabricated

assemblies.
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A very' interesting recent innovation is the "Full Mould Process',
where foamed polystyrene is used to produce patterns which are left in the
mould and decomposed by the molten metal as the mould is filled. The
main advantages are that there are few, if any, restrictions on the shape
of the patterns and s1;noother finishes may be possible in some instances.
A further development of the process is the use of unbonded sand, which

would have promising possibilities in the fully automated production of

sand castings.

HEAT TREATMENT

Standard heat treating procedures ha.\;*e long been established! 14)'
throughout the industry, and should be followed with great care and a some-
what higher degree of precision in the production of premium-quality
castings. i—Iigh accuracy in furnace temperature control,and uniformity of
temperature throughout the load, are of special importance. The particular
solution heat treating temperature must be very carefully established for
each alloy composition (if possible, with the aid of solidus determinations),
and the highest '"safe''" temperature should bé used within very close limits
('i' 2°C). It is essential, therefore, that the temperature control through-
out the whole furnace be kept. within these limits and that, to avoid difficulties,
a controlling thermocouple be placed within the furnace load to continuously

record the temperature. The time of solution heat treatment will depend

%
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on the alloy composition and the average section thickness of the castings
treated in a furnace batch, For magnesium alloy castings, automatic
control of protective atmospheres (us‘ually S0O;) in solution heat treatment
should be mandatory.

In some alloys, the time interval between the removal from the
solution heat treating furnace and immersion in the quenching bath is very
critical, and to achieve high properties this time interval must be kept to
a minimum (in se‘conds, not minutes !). Another‘ important factor is the
cooling rate from the solution temperature. For most aluminum alloys,
quenching in water at 65 - 100°C (150 -212 °F) is generally used. For most
magnesium casting alloys, cooling in still air or a forced air-blast is
sufficient, although for highest properties quenching in hot water is being '
used(5’21’28). More drastic quenching rates (oil, cold water) should be
avoided because of the danger of warping or cracking the casting, and of
introducing high internal stresses.

The time interval between solution heat treatment and artificial
ageing is also important in some alloys, and its effect should be established
for optimum and consistent properties. The establishment of proper ageing
temperatures apd times should be very carefully investigated because of
their effect on the most impoi-tant design criteria: yield strength and

elongation.
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PROPERTIES OF PREMIUM-QUALITY CASTINGS

To illustrate the remarks on solidification conditions and heat
treatment, some examples(g) of the effect of heavy chilling aﬁd some
modifications of the heat treating cycles ;re shown on end-chilled plates
(figures 2 to 6, and Table 7), followed by a tabulation(29) of properties
obtained in production castings (Table 8).

Figure 2 shows the effect of end-chilling on'the mgchanica.l
properties of a 2-inch (50.8 mm) plate cast in magnesium alloy ZK61;T6
(Mg-6 Zn-0.8 Zr). The test bars were cut, at 1/1‘1_—inc}i (6 mm) intervals,
parallel to the chilled face. Additionally, the gi‘aph also shows the effe;:t
of a modification in heat treatment. Exceptionally high. properties were
obtained at the chilled face, but even the test bars cut out at a 4-inch
(10 cm) disfance from the chill (which solidified predominantly under the
influence of the adjacent riser) show very good properties,

Figure 3 illustrates the effect of plate thickness on properties
of alloy ZK6 1-T6 and further shows the importance of chilling for heavier

- sections (1- and 2-inch, 25.4 and 50.8 mm). '

Figures 4 and 5 show the effect of end-chilling on various Mg-
Al-Zn and high-strength maghesium alloys containing zirconium. The
properties decrease with increasing distance from the chilled end and

consequent coarser grain size. The grain size of Mg-Al-Zn alloys increases
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considerably with increasing distance from the chilled face, whereas alloys
containing zirconium show only a relatively small difference in grain size.
Accordingly, the graphs show that the Mg-Al-Zn alloys are much more
sensitive to the distance from the chill. These results indicate that,in
order to obtain optimum properties in these alloys, chilling and riseiring
haw;'e to be closely spaced to produce steep thermal gradients. The high
properties of alloy ZK61-T6, and especially those of the experimental
alloys 2Q64-T6, ZQ?I-T6 and ZQ91-T6,are notéworthy. Such combina-
tions of mechanical properties are not obtainable in any other magnesium
alloys,and compare favourably with specified properties of wrought
magnesium alloys.

Figure 6 illustrates the considerable effect of changes in solu- .
tion time, cooling rate from the solution temperature, and ageihg time
on the mechanical properties of an end-chilled 2-inch (50.8 mm)-thick
plate sand cast in magnesium ailoy ZK61-T6 (Mg-6 Zn-0.8 Zr).

Table 7 lists properties of various sand-cast magnesium alloys
obtained on separately-cast test bars, and on premium-quality castings of
three different section thicknesses. The results show that properties can
be obtained in cast sections which are equal té, or better than, those ob-
tained on separately-cast test bars, irrespective of section thickness.

To check the results obtained on test plates, a series of over
50 magnesium alloy production castings (each about 12 kg net weight) was

sand cast by a commercial foundry, using premium-quality procedures.
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. Table 8 shows the results obtained in Class 1 designated areas and in
unspecified areas of the castings, and it will be seen that these were
generally much better than the stringent requirements of the specification
for premium-quality castings (see also Table 4). Results are also listed
for simulated service tests (break-down tests of entire castings under
static load), showing that the ZK61-T6 alloy castings had 30% higher
strength than the standard aluminum alloy forging used for the same pur-

pose and which weighed about 10% more.

EVALUATION OF PREMIUM-QUALITY CASTINGS

The problem of evaluation of product quality must necessarily
be considered when the order for a new casting shape is‘ discussed, since
it is implicit in the concept of premium quality that the production of the
casting has to be planned from the design stage to the final acceptance by
the user. It will be apparent from this paper that a thorough discussion
of the design between the foundryman (or rather casting engineer) and the
designer will prove uséful to both. The designer will wish to impart to
the foundry engineer an understanding of the fﬁn;tional use of the casting
and a knowledge of the critical areas destined to withstand severe conditions.
On the other hand, the foundry expert may be able to point out detail design
modifications which may assist in production or ensure high quality without

compromising the essential purpose of the casting. At the same time,all
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quality requiremeﬁts and the exact quality control and inspection procedures
have to be established and mutually agreed ﬁpon.

The next step is the foundry engineering stage, where the proper
casting conditions (selection of casting process, mould geofnetry or die
de.sign, chilling and solidification conditions, etc.) and heat treating cycles
have to be decided upon. Foundry experience, records of procedures used
in the past for the casting of comparable shapes, and the practical applica-
tion of results of recent research work, are all essential to the planning
stage. Comprehensive written instructions for each individual job should
be issued and the documentation established (metallurgical practice form,
including gating, risering and chilling information, and specificationh and
inspection requirement form) which follow each ipdividual melt or heat
treating batch through the foundry. Formal record keeping of these
documents is essential for planning of future work.

Once the foundry is satisfied with its procedure, prototype
castings should be submitted to the customer for inspection aﬁd acceptance.
The inspection of prototype castings should be thérough. Whenever
possible, non-destructive testing should be used to check the souﬁdness of
the casting but, otherwise, inspection should includec: mechanical testing
of test bars cut from critical sections, and of separately-cast test bars
supplied by the foundry for each batch; metallographic examination of speci-
mens taken from the critical sections of the casting, to establish the sound-

ness, constituent size and distribution, and any correlation of structure and grain
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size with mechanical test results; and fracture tests in critical sections
of the casting (very often a most useful check of casting quality).

While the foregoing testing techniques are invaluable, the
ultimate confirmation of the utility of a casting can only be obtained by
actual performance in service or, at least, by a test under simulated

service conditions {e.g.,break-down test of a whole casting or of a

critical casting section).

If the results‘ of the inspection tests are acceptable to the user,
the melting and casting procedures, as well as the heat treating cycles,
should be standardized. Subsequent changes should not be made without
agreement with the user, and should be bas ed on additional tests.

Once in production, castings of the same design should be
accepted on the basis of melt quality tests (on separately-cast test bars),
casting quality tests (radiographic or other non-destructive tests), and a
check of fracture, metallography and mechanical tests on specimens éut
from critical sections of a small number of production castings chosen at
random from different supply batches.

Great care is essential in choosing specimens(és) for mechanical
testing. It is important that the full casting section be properly represent-
ed (flat bars have often to be used), that the largest possible size of the

test bar be employed, and that in heavy sections the test bar be selected

. from a representative location.
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However, insofar as non-destructive testing is concerned it is
important to realize that a clear (no visible defects) radiograph does not
guarantee premium-quality properties. As was previously observed,the
highest mechanical properties can be obtained only when the proper solidifi-
cation (grain size, dendritic cell size, micro-constituents) and heat treating
(microsegregation) conditions prevaﬂ. Very fine porosity can escape
detection by radiography, in which event the fracture test is a very useful
supplementary check on quality.

Nevertheless, non-destructive testing has, in the last decade (')r
so, shown great progress and numerous new developments have brought us
closer to the time when most of our products will be tested without des-
truction of costly premium-quality castings. Fluoroscopic methods of
high brightness or of high definition, using image amplification, may ailow
satisfactory replacement of more costly radiography. On the other hand,
there arebrr}any new developments in radiography, such-as high voltage
units, new low-energy isotopes, better film q\iality, stereoradiography,
and neutron radiography.

Other non-destructive tests developed or improved r.ec.e.nt]ry
are: sonic and ultrasonic testing (grain size, section thickness, density);
the use of eddy currents (chemical composition; density, hardness), of
liquid penetrants (surface discontinuities), of micr(.)w‘avés (intéll'nal flaw
detection), of electrical conductivity (ter.nper of alloys, hardnesé), and of

stresscoat (stress analysis, very useful in testing of prototype castings);

i

and pressure testing (pressure tightness of castings).
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More and more,non~destructive testing is being introduced in
the exa,rr;ina,tion of hiéh—quality castings, and it is hoped that further pro-
gress in this direction will allow the user of castings to evaluate the product
without the excessive cost and the unnecessary loss of time involved in
machining great numbers of tesf bars, even in prototype developmenf.work.

Another important problem for the foundry is the determination
of the origin of defects so that remedial action can be taken. Exainples
were recently reported on the use of modern scientific tools, ,including the
electron-probe microanalyserb for the detection of hard spots(‘“), and the
examination of inclusions by radiographic, metallographic, X- ray diffrac-
tion and miéro-spectrographic methods (69), - |

Statistical methods in quality control and data processing are -
very helpful in keeping the consistency of production variables within the

limits necessary for premium-quality casting.

FUTURE TRENDS

"Why Bother with Premium-Quality Castings .?" was the title of
a recent talk(70) and the answer was that "éooner or later a foundry must
get into the premium-quality Business or recede into a secondary casting
operation with second-rate profits'. While the premium-quality concept
is currently applied to the aircraft and spacecraft industries, it has

significance to the whole foundry industry - to the ultimate benefit of all.
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In this day and age of fierce competition from alternative materials,
castings can no longer be considered as simple shapes, and all castings,
even those made from the cheapest materials, will eventually have to be
designed to optimize weight, aesthetic appeal,and cost, if the foundry
industry is to survive.

Mechanical properties to be expected in the near future, if
present trends in alloy research continue, are summarized in Table 9.
The properties of the strongest commercial aluminum and ma'.gnesium
alloys now available, results achieved in recent experimental work, and
expectations for the near future are compared with the mech‘a.nicé.l pro-
perties of premium-quality steel castings. It is apparent that the strength-
to-weight ratios of the light alloys compare very favourably with those of
cast steel,

Further increases in strength could be achieved by an additional
amount of cold work (by press-forging or similar hydraulic pressuré
processes) on premium-quality cast shapes(g). High-pressure die casting
at low temperatures (in the "mushy" state), mdre work on ultra-thin
sections, die-casting dies cast to shape or prepared by use of powder
metallurgy, and other similar developments may prove in the future to
be useful in further extension of the casting industry.

Automation and mass production received a powerful impetus
from computing devices. The potential uses of computers for metallurgi-
cal purposes, as recently described by Zotos (71, 72 ),a,ppear to be very

promising and have excellent possibilities in this field for the modern
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foundr};. Indeed, computer-controlled melting, casting, heat treating
and testing operations are to some extent already used. Evaluation
methods for castings, using computers, depend on further progress in
precision and speed of quality control equipment. In premium-quality-
casting foundries, where work instructions must be issued and quality
control results recorded and quickly related to other (memorized) data,
the use of computers is invaluable and will open new horizons for the
production of the highest-quality, lowest-cost castings with guaranteed
properties. Through the standardization of functions, programming of
normal applications is becoming simpler, and reliability of an extremely

high order is available{73),

If one may be permitted to venture an opinion on the prospects'
for entirély new cast products from the foundry industry of the more distant
future, it is e;rident that these lie in the general area of novei materials
systems. This covers the field of unconventional combinations of cast
metal and one or more added structural phases which may be metallic,
intermetallic compound, ceramic, or gas. Such products include disper-
sion-strengthened alloys maae, not by the usual solution and precipita-

tion route, but by such techniques as interaction between dissimilar melts

at the instant of pouring, mechanical dispersion by impressed energy




- 35 -

(ultrasonic ?), or electrodynamic melting. Is it asking too much to
speculate that metallurgical processes,analogous to those now applying to
colloidal chemistry or the development of metallurgical surface active
agents, may not render possible the economic production of useful cast
materials at present completely unimagined ?

Going from the microscale to the macroscale, the application
of high-strength metallic or non-metallic fiber reinforcements in castings
offers intriguing prospects in the creation of unique materials, just as
the deliberate and controlied addition of gas porosity has led to the creation
of foamed metals, combining durability with lightness and ease of working
and handling.

The future is before us and holds the promise of many interest-
" ing and useful developments in the a&aptation of cast metals to the service
of mankind. It should never be forgotten that such progress will be found -
ed on the heritage of experience and knowledge of éast ‘generations ciedicat-

ed to development of the metal industry of which the foundry is the cradle.
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TABLE 1

U. S. Production of Aluminum Alloy Castings

(According to U, S. Bureau of Mines)

Pérmanent

Total, Sand Castings Mould Castings Die Castings
Year | 1000t | 1000t |% of total | 1000t |% of total 1000t | % of total
1945 186 98 52 % 54 29 34 181
1950 | 267 92 34% 91 34 84 31%
1953 327 107 33 100 30 120 37
1955 410 83 20 149 36% .178 43%
1960 387 65 163 129 333 193 50
1963 476 72 15 150 32 254 53

TABLE 2
U. S. Production of Magnesium Alloy Castings
(According to U. S. Bureau of Mines)
_ Permane.nt

Total, Sand Castings ° Mould Castings Die Gastings
Year t t 1% of total t % of total t % of total
1945 | 25,526 21,234 . 833 3,445 133 845 3
1950 | 3,582 3,090 86 250 7 242 7
1953 | 17,813 | 14,306 80% 1, 106 6 2,401 133
1955 | 10,367 6,872 66 876 9 2,619 25
1960 4,8341 2,561 53 745 154 1,528 312
1963 { 10,260 3,280| 32 1,400 13% 5,580 54 %
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TABLE 3

Properties of Designated Areas of Premium Quality Castings (Aluminum. Alloys)
(According to U. S. Military Specification MIL-A-21180B,
dated 4 August 1960)

0.2% YS - UTS El,%

Alloy Class kpsi l kg/mmé kpsi | kg/mm2 - in 4D
Designation No. (a) ' (a) (a)
A356 1 28 19.7 38 26.7 5.0
2 (b) ‘30 21,1 40 28.1 3.0
3(b) 34 23.9 45 . 31.6 3.0
C355 1 31 21.8 41 28.8 3.0
2() | 33 | 23.2 44 31.0 3.0
3 (b) 40 28.1 50 35.2 5.0

NOTES: (a) Minimum properties of specimens cut' out from designated
areas of casting, produced by any casting process; special
moulds, permanent moulds or sand moulds with chills may
be used. Properties in other areas will vary with mould
process and foundry techniques used.

(b) Classes 2 and 3 are obtainable in favourable casting configura-
tions and must be negotiated with the foundry for the particular
configuration desired.



Mechanical Properties in Designated Areas of High-Quality
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TABLE 4

(Accordlng to U. S. Military Specification MIL-M-46062 (MR),
dated 25 June 1963)

Magnesium Alloy Castings

Minimum Properties in Designated Areas
Alloy Designated UTS 0.2% YS EL%
Designation | Area Class kpsi | kg/mm& kpsi | kg/mm?2 in 4D
AZ92A-T6 1 40 28,1 25 17.6 3
2 34 23.9 20 14,0 1
3 30 21.1 18 12,7 0.75
X 17 12.0 13.5 9.5 0.25
QE22A-T6 1 40 28.1 28 19.7 4
2 37 26.0 26 18.3 2
3 33 23.2 23 16.2 2
X 28 19.7 20 14.0 2
ZK61A-T6 1 42 | 29.5" 29 20.4 6
2 37 | 26.0 26 18.3 4
3 34 23.9 23 16.2 2
X 30 21.1 21 14.8 1.25

% X - unspecified areas of casting.
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TABLE 6

Typical Tensile Properties of Magnesium Sand-Casting Alloys*

(Obtained on separately-cast test bars)

Alloy 0.2% YS UTS EL%
Designation | Nominal Composition, % | kpsi kg/mm?2| kpsi|kg/mm? lin 2 in.
a) Commercial Alloys(14) »

AZ91-T6 8.7 Al-0.7 Zn-0.3 Mn 19 13.4 40 | 28.1 5
AZ92-T6 9 Al-2 Zn-0.3 Mn 21 14.8 40 | 28.1 2
ZE41-T5 4 Zn-1.2 RE-0.7 Zr 20 14,1 30 ) 21.1 4
ZH62-T5 5.5 Zn-1.8 Th-0.7 Zr 25 17.6 40 | 28.1 6
ZK51-T5 4.5 Zn-0.7 Zr 24 16.9 40 | 28.1 8
ZK61-T6 6 Zn-0.8 Zr 32 22.5 46 | 32.3 10
EZ33-T5 3.2 RE-2.6 Zn-0.7 Zr 15 10.5 23 16.2 3
HK31-T6 3.2 Th-0.7 Zr 15 10.5 32 | 22.5 8
HZ32-T5 3.2 Th-2.2 Zn-0.7 Zr 14 9.8 30 | 21.1 7
QE22-T6 2.5 Ag-2.2 RE-0.7 Zr 30 21,1 40 { 28.1 4
b) Experimental Alloys (27, 28)

ZQ32-T6 3 Zn-2 Ag-0.7 Zr 19 13.4 39 127.4 20
ZQ42-T6 4 Zn-2 Ag-0.7 Zr 26 18.3 44 | 31.0 17
ZQ52-T6 5 Zn-2 Ag-0.,7 Zr 30 21.1 46 | 32.3 16
7Q64-T6 6 Zn-4 Ag-0.7 Zr 35 | 23.2 50 | 35.2 8
ZQT71-T6 7 Zn-1 Ag-0.7 Zr 35 23,2 50 { 35,2 8
ZQ91-T6 9 Zn-1 Ag-0.7 Zr 34 23.9 49 | 34.4 7

* Alloy and temper designations according to Canadian designation codes

CSA.H . 1“1958‘




TABLE 7
Properties of Premium-Quality Magnesium Alloy Castings(zs)
Alloy Test 0.2% YS UTS, El, %
Designation| Casting(a)| kpsi |kg/mmé kpsi | kg/mm? in 4D
AZ91-Tb A 21.2 14.9 42 .2 29.7 4.5
B 23.8 16.7 41,2 29.0 6.5
C . 22 .4 15.8 41.4 29.1 5.0
D 21.0 14.8 41.3 29.0 5.5
E 21.1 14.8 44.9 31.6 6.5
AZ92-T6 A 24.8 17 .4 43.7 30.7 2.5
B 27.5 19.3 45.1 31.7 4.0
C 26.8 18.8 42.9 30.2 3.5
D 25.7 18.1 45.1 31.7 3.0
E 29.1 18.5 46.3 32.6 3.0
QE22-T6 A 31.3 22.0 40.7 28.6 3.5
B 31.0 21.8 38.8 27.3 2.0
C 31,1 21.8 38.8 27.3 2.0
D 29.9 21.0 40.3 28.3 4.5
E 30.8 21.7 42,3 | " 29.7 4.5
ZK61-T6 A 32.8 23.1 46.8 32.9 11.0
B 33.6 23.6 46.6 32.8 8.0
C 31.4 22.1 47.4 33.3 7.5
D 31.3 22.0 46.4 32.6 15,0
E 31.3 22.0 46.5 32.7 18.0
ZQ64-T6 A 34.3 | 24.1 48.9 | 34.4 10.5
B 35.6 25.0 49.9 35.1 12.5
C 34.5 24.2 47.8 33.6 7.5
D 33.7 23.7 50.7 35.7 9.5
E 35.4 24.8 50.8 35.8 10.0
ZQ71-T6 A 36.9 26.0 49.2 34.6 7.5
B 36.7 25.8 47.8 33.6 7.0
C 35.0 24,6 48.9 34.4 8.0
D 34.4 24.2 49.3 34.7 10.0
E 36.0 25.17 50.0 35.2 13.5
ZQ91-T6 A 36.7 25.8 49.8 35.0 9.0
B 34.8 24.5 49.9 35.1 8.5
C 33.9 23.8 48.2 33.9 5.5
D 33.8 23.8 48.4 34.0 7.5
E 34.9 24.5 50.9 35.8 13.5
(a) A - separately-cast test bar, 1/2-inch (12.7 mm) diameter.
B - 1/8-inch {3.2 mm)-thick unchilled plate.
C - 1/4-inch (6.4 mm)-thick unchilled plate.
D - 1/2-inch (12.7 mm)-thick unchilled plate.
E - 2-inch (50.8 mm)-thick,end-chkilied plate (adjacent to chill).
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Sand-Cast Mg-Zn-Ag-Zr Alloys
Ultimote Tenslle Strength, kpsi TEA Condition

02%Yield Strength, kpsi

5
Weight Percent Ag Weight Percent Ag

“Weight Percent Ag

Figure 1. Average tensile property values for fully heat treated ZQ-type
alloys, obtained on separately-cast test bars(28),

(Values for ultimate tensile strength and 0.2% yield strength
are given in 1000 psi. To convert to kg/mm&, multiply by 0.7.)
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Properties of Sand-Cast ZK6! Alloy
(End~-Chilled 2"Plate)

kg/mm?
;.’ ._. d-36
259 \ o T6 (2hr/500°C+48hr/l30°C)
= \\ e 16C {(Shr/500°C , air blast +96hr/_|30°C) 34
o 48] N il
2 NN
% a6 ‘K.\ 132
@ — M NI
c 44 ~ S —n
- S T =t g O Qe |
- Oany O 30
242 = O o| o |
o
€
= 40k Q —0——0 328
5
34
- 32
£ '™\ 1%
. 30 N
% - ® \\‘ -"20
£ 0 o —~dle
w - ®
o 26| Docs m Gronten 8. ) 4 5 W | -y +i8
@ ®
> 24 Y 0O
e 24 o Y S " )
I ° 7!
N 22 o) -
3
c
2
°
o
[~
o
w
=
® 3
.§ o
o
b 2 3 4
Distance from Chill ; inches

Figure 2. Effect of chilling on properties of sand-cast magnesium
alloy ZK61-T6 (end-chilled 2-inch plate) {9).
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Effect of Plate Thickness on Properties of Sand-Cast ZK6l Alloy
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Figure 3. Effect of plate thickness on properties of sand-cast
magnesium alloy ZK61-T6 ©).
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Tensile Properties of End-Chilled
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Tensile Properties of End-Chilled
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Effect of Heat Treatment on Properties of Sand-Cast ZK6| Alloy

(End—Chilled 2"Plate)
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Figure 6. Effect of heat treatment on properties of sand-cast magnesium

alloy ZK61-T6 (end-chilled 2-inch plate)(9),



